
Mold Preparation

  All samples and original parts go thru a series of labor-intensive preparation steps. Each part is double-checked and
corrected for proper alignment, surface smoothness and possible defects, Then, the part is well supported according to
specifications and wet-sanded and buffed to a mirror finish before molding can start.  
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